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Review: Coollaboratory Liquid Pro 
 
hƪ ƎǳȅǎΣ LΩǾŜ Ŧƛƴŀƭƭȅ ƘŀŘ ŀ ŦŜǿ ƳƛƴǳǘŜǎ ǘƻ ŎƭŜŀƴ ƻŦ ǘƘŜ ƻƭŘ !{р ŀƴŘ ǘŜǎǘ ƻǳǘ ǎƻƳŜ ƻŦ ǘƘƛǎ ƭƛǉǳƛŘ ǇǊƻ ƻƴ Ƴȅ ǉсслл 
over clocked to 3.6ghz. 
 
LΩƳ ǳǎƛƴƎ ŀ ¢ƘŜǊƳŀƭǘŀƪŜ ōƛƎ ǘȅǇƘƻƻƴΣ ŀƴŘ ƛǘ Ƙŀǎ ōŜŜƴ ƭŀǇǇŜŘ ŀǊƻǳƴŘ р ƻǊ с ƳƻƴǘƘǎ ŀƎo (which dropped my 
temps ~10c iirc). Last time I installed the AS5, I followed their instructions, by putting a line of AS5 over the 
cores of the CPU. Taking the HSF of the CPU, I was left with this pattern: 
That looked like a pretty good application of AS5 to me.  
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Next I attempted to apply the liquid pro to the CPU. No luck there. So I had to put it on the bottom of the 
heatsink, to which it spread quite well and easily. I used a small paint brush to make a square about the size of 
the IHS. 

As you can see ōŜƭƻǿΣ ƛǘΩǎ ǾŜǊȅ ǎƘƛƴȅ.  
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These tests were done using prime95 quad, and temps measured with Everest Ultimate. 
First, I measured idle temps with AS5. 
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core temps: 47-47-43-44 
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Then after a few minutes measured temps with AS5. L ŎƻǳƭŘƴΩǘ get a long reading before the computer would 
reboot. It was too hot I think, but I managed to get a screenshot of it after a few minutes. 
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core temps: 77-77-71-71 
 
After I applied the Liquid Pro, I repeated it again. 
 
Idle       Load 
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core temps: 43-43-42-39                core temps: 65-67-66-66 
 
So results are: 
 
Liquid Pro has an average of 3.5c improvement over AS5 whilst idle, and Liquid pro has an average of 8c 
improvement over AS5. 
 
I was actually pretty surprised by these results. I expected it to be better, but not by such a large margin. Good 

that ƛǘΩǎ made it stable in the Adelaide heat too.  
 
I hope you all achieve similar results, when I send them out to you. 
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